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SECTION 815 WELDING

REFERENCE SAMPLED MIN. MIN. CERT. SMALL TYPICAL
MATERIAL PURP. BY QUANTITY HANDLING REMARKS
FREQ. QUANTITY TIME
TESTED BY METHOD CONTAINER DISTR.

THIS SECTION IS TO BE USED AS A GUIDE FOR OTHER ITEM NUMBERS WHEN REFERENCE IS MADE TO SECTION 815. THERE ARE NO PAY ITEMS UNDER SECTION

815.
WELDING Field 807.53 Accept. Welders and procedure qualified by Const. | - | . —
QUALIFICATION 815 Fab. Insp. Inspected by Const. Fab. Insp.
AND TESTING Proj. Engr. upon request.
Shop 815.02 Accept. Qualified, inspected and approved by Const. | - T Proj. Engr. receives inspection
Const. Fab. Fab. Insp. prior to use. report from Const. Fab. Insp.
Insp. Unit.




